Loring Laboratories(Alberta) Ltd.

629 Beaverdam Road N.E.,
Calgary Alberta T2K 4W7
Tel: 403- 274-2777 Fax: 403- 275-0541

loringlabs @telus.net 1SO9001:2008 Certified
TO:Universal Minerals

6319 Brookhill Drive
Houston, TX 77087

FileNo : 52895

Date : March 22, 2010

ATTN: Dan Schulse 30 ELEMENT ICP__ANALYSIS
Sample Ag Al As Au B Ba Bi Ca Cd Co Cr Cu Fe K La Mg Mn Mo Na Ni P Pb Sb Sr Th Ti U \% W  Zn
No. ppm % ppm_ppm_ppm_ppm ppm % ppm ppm ppm ppm % % ppm_ % ppm ppm % ppm % ppm__ppm ppm ppm % ppm ppm ppm ppm

Sharpjet Garnet 1.1 10.18 4 <1 5540 23 <1 418 13 186 571 48 17.01 028 35 4.19 4605 16 0.79 40 0.01 <1 59 <1 <1 008 <1 163 <1 <1

0.500 Gram sample is total digested with HF,HNO3,HCL and ICP finish.

Certified by: &%
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6319 Brookhill Drive
Houston, TX 77087

740

52895

Date : March 22 , 2010

ATTN: Dan Schulse Certificate of Assay
Sample Cl
No. ppm
Sharpjet Garnet 8
| HEREBY CERTIFY that the above results are those assays E %ﬁp
made by me upon the herein described samples: ’

Assayer

Rejects and pulps are retained for one month unless specific arrangements are made in advance.




